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An. G: Steaming - process scheme.

	· G.1: Saturated steaming.

	· G.2: Superheated steaming.


G.1: Saturated  steaming.

	Department
	Steaming

	Fabric 
	COTTON - SILK - WOOL - POLYACRYLIC - VISCOSE - SILK/ACETATE

	Process 
	Saturated steaming

	Equipment 
	Steamer

	Item
	ST1-ST2

	Cycle time (h)
	11,54

	Number of cycles/yr
	180-54

	Processed fabric (kg/yr)  
	256925-76242

	Processed fabric per cycle (kg)
	1420-1420


	Steam type S1: 9232 kg

Water type W2:: 925 l (1)
	Steaming 
	


Notes:

(1): Cooling water

For VISCOSE fabric refer to An.D: Production model

G.2: Superheated steaming.

	Department
	Steaming

	Fabric 
	PES

	Process 
	Superheated steaming

	Equipment 
	Steamer

	Item
	ST1-ST2

	Cycle time (h)
	11,54

	Number of cycles/yr
	45-13

	Processed fabric (kg/yr)  
	63700-18903

	Processed fabric per cycle (kg)
	1420-1420


	Steam type S2: 9232 kg

Water type W2:: 925 l (1)
	Steaming 
	


Notes:

(1): Cooling water

